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24 VICTORIA WAY  BURGESS HILL  WEST SUSSEX  RH15 9NF

Livery pre and post application requirements

The customer is to ensure that each vehicle is kept under cover for 
at least 12 hours prior to the commencement of fitting.
   
The vehicles and the fitting environment must be clean and dry.

The ambient temperature within the facility should be between 
15°C and 30°C.

Following application, the vehicles need to remain inside, at the same 
temperature as the fitting area for at least 12 hours.

Vehicles should not be washed for at least 72 hours after application.

Failure to comply with these requirements may result in;
-  Graphics failure - any remedial work will be carried out at the    
 customers’ cost.
- An aborted visit charge.
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